[image: image1.png]Characterization of 3um-thick Al film deposited by e-beam evaporation
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« A1 ilm Yhickness: ~ 3um

- Calculated volume resistvity: ~3.279 ufm

AFM roughness: about 5 nm

A1)

Inansty (cpe)

‘ A1 (200)

sy




