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Impurity Analyses of SiO2 Crystal  ( Test Method: ICP)
                                     (μg/g)

Element                            NRM

          Ca                                                                     0.04   

           B                                                                     <0.04   

           Al                                                                    <0.04   
           Fe                                                                    <0.04   
           Mg                                                                   <0.04   
            Na                                                                     0.27
            Ti                                                                      <0.04   
            Co                                                                       0.04             
            Li                                                                       0.09
            Cu                                                                        0.04
            K                                                                         0.04
            Mn                                                                      <0.04   
            Ni                                                                        0.04

Purity:                                 99.999%  
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